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CHESTER LabNet

12242 SW Garden Place < Tigard, OR 97223-8246 < USA
Telephone 503-624-2183 < Fax 503-624-2653 < www.chesterlab.net

Case Narrative

Date:  December 6, 2023

Client:

Client Number:
Report Number:
Sample Description:

Sample Numbers:

Analytes:

Analytical Protocols:
Analytical Notes:

QA/QC Review:

Comments:

Disclaimer:

PrIAva

General Information

Sacramento Metropolitan Air Quality Management District
S061

23-625

47mm Teflon filters

23-T2561, 23-T2562,23-T2894

Analysis

Particulate Mass, XRF Metals (Na — Pb)

Gravimetry (PMjo): 40 CFR 50 Appendix J (8/7/87 version)
X-Ray Fluorescence: EPA 10-3.3 (June 1999 version)

No problems were encountered during the analyses. Results have not been blank
corrected.

All the data have been reviewed by the analysts performing the analyses and the
project manager. All the quality control and sample-specific information in this
package is complete and meets or exceeds the minimum requirements for
acceptability.

If you have any questions or concerns regarding this analysis, please feel free to
contact the project manager.

This report shall not be reproduced, except in full, without the written approval of

the laboratory. The results only represent that of the samples as received into the
laboratory.

1 /6 /23

P'roject Manager
Paul Duda

Date
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Client:

Report Number:

s061 - SMAQMD
23-625

Lab ID: 23-T2561
Filter ID: P7464867
Client ID: MiniVol SMAQMD 20
Site: 617 Fern
Sample Date: 11/ 2/23
Filter Lot #: 7118468
Volume: 7.200 £ 0.360 m?3
Deposit Area: 11.3 cm?
Size Fraction: PM10
Analyte ng/filter percent ng/m?3
Gravimetry
Net Mass 325. £ 10 45.14 2.650
XRF
Na 1.618 + 0.3672 0.4979 + 0.1140 0.2247 + 0.0522
Mg 1.967 + 0.1232 0.6053 + 0.0422 0.2732 + 0.0219
Al 7.134 + 0.4034 2.195 + 0.1413 0.9908 + 0.0748
Si 21.79 + 1.130 6.704 + 0.4043 3.0259 + 0.2180
P 0.4079 + 0.0260 0.1255 + 0.0089 0.0567 + 0.0046
S 2.209 + 0.1198 0.6797 + 0.0424 0.3068 + 0.0226
Ccl 0.2791 + 0.0407 0.0859 + 0.0128 0.0388 + 0.0060
K 3.171 + 0.1605 0.9756 + 0.0578 0.4404 + 0.0313
Ca 5.108 + 0.2576 1.572 + 0.0929 0.7094 + 0.0504
* Sc 0.0000 + 0.0147 0.0000 + 0.0045 0.0000 + 0.0020
Ti 0.7085 + 0.0373 0.2180 + 0.0133 0.0984 + 0.0071
* vV 0.0181 + 0.0102 0.0056 + 0.0031 0.0025 + 0.0014
Cr 0.0588 + 0.0102 0.0181 + 0.0032 0.0082 + 0.0015
Mn 0.2610 + 0.0158 0.0803 + 0.0055 0.0363 + 0.0028
Fe 9.533 + 0.4769 2.933 + 0.1723 1.3240 + 0.0936
* Co 0.0000 + 0.0158 0.0000 + 0.0049 0.0000 + 0.0022
* Ni 0.0090 + 0.0068 0.0028 + 0.0021 0.0013 + 0.0009
Cu 0.1401 + 0.0124 0.0431 + 0.0040 0.0195 + 0.0020
Zn 0.3017 + 0.0170 0.0928 + 0.0059 0.0419 + 0.0032
* Ga 0.0000 + 0.0068 0.0000 + 0.0021 0.0000 + 0.0009
* As 0.0090 + 0.0102 0.0028 + 0.0031 0.0013 + 0.0014
* Se 0.0034 + 0.0056 0.0010 + 0.0017 0.0005 + 0.0008
Br 0.0441 £+ 0.0079 0.0136 + 0.0025 0.0061 + 0.0011
* Rb 0.0090 + 0.0079 0.0028 + 0.0024 0.0013 + 0.0011
Sr 0.0554 + 0.0090 0.0170 + 0.0028 0.0077 + 0.0013
*y 0.0000 + 0.0158 0.0000 + 0.0049 0.0000 + 0.0022
Zr 0.0870 + 0.0237 0.0268 + 0.0073 0.0121 + 0.0034
* Nb 0.0000 + 0.0316 0.0000 + 0.0097 0.0000 + 0.0044
* Mo 0.0249 + 0.0384 0.0076 + 0.0118 0.0035 + 0.0053
* Ag 0.0316 + 0.0316 0.0097 + 0.0097 0.0044 + 0.0044
* cd 0.0678 + 0.0328 0.0209 + 0.0101 0.0094 + 0.0046
* In 0.0000 £+ 0.0475 0.0000 + 0.0146 0.0000 + 0.0066
* Sn 0.1492 + 0.0644 0.0459 + 0.0199 0.0207 + 0.0090
* Sb 0.0000 + 0.0780 0.0000 + 0.0240 0.0000 + 0.0108
* Cs 0.0000 + 0.0170 0.0000 + 0.0052 0.0000 + 0.0024
Ba 0.5695 + 0.0396 0.1752 + 0.0133 0.0791 + 0.0068
* La 0.0316 + 0.0215 0.0097 + 0.0066 0.0044 + 0.0030
* Ce 0.0000 + 0.0181 0.0000 + 0.0056 0.0000 + 0.0025
* Sm 0.0000 + 0.0124 0.0000 + 0.0038 0.0000 + 0.0017
* Eu 0.0000 + 0.0328 0.0000 + 0.0101 0.0000 + 0.0046
* Tb 0.0000 + 0.1051 0.0000 + 0.0323 0.0000 + 0.014e6
* Hf 0.0000 + 0.0136 0.0000 £+ 0.0042 0.0000 + 0.0019
* Ta 0.0000 + 0.0136 0.0000 + 0.0042 0.0000 + 0.0019
* W 0.0000 + 0.0090 0.0000 + 0.0028 0.0000 + 0.0013
* Ir 0.0000 + 0.0056 0.0000 + 0.0017 0.0000 + 0.0008
* Au 0.0000 + 0.0079 0.0000 + 0.0024 0.0000 + 0.0011
* Hg 0.0147 + 0.0124 0.0045 + 0.0038 0.0020 + 0.0017
Pb 0.0441 + 0.0079 0.0136 + 0.0025 0.0061 + 0.0011
* - XRF Concentration is less than three times the uncertainty

Analysis performed by: -~ Alliance Technical Group
12242 SW Garden Place ¢ Tigard, OR 97223 ¢ (503) 624-2183
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Client:

Report Number:

s061 - SMAQMD
23-625

Lab ID: 23-T2562
Filter ID: P7464868
Client ID: MiniVol SMAQMD 21
Site: 617 Fern
Sample Date: 11/ 8/23
Filter Lot #: 7118468
Volume: 7.200 £ 0.360 m?3
Deposit Area: 11.3 cm?
Size Fraction: PM10
Analyte ng/filter percent ng/m?3
Gravimetry
Net Mass 239. £ 10 33.19 2.164
XRF
Na 2.433 + 0.3774 1.018 + 0.1636 0.3379 + 0.0551
Mg 2.294 + 0.1367 0.9598 + 0.0699 0.3186 + 0.0248
Al 8.463 + 0.4701 3.541 + 0.2462 1.1754 + 0.0878
Si 27.85 + 1.441 11.65 + 0.7754 3.8687 + 0.2783
P 0.2814 + 0.0203 0.1177 + 0.00098 0.0391 + 0.0034
S 1.980 + 0.1074 0.8284 + 0.0567 0.2750 + 0.0203
Ccl 0.5684 + 0.0475 0.2378 + 0.0222 0.0789 + 0.0077
K 2.882 + 0.1458 1.206 + 0.0792 0.4002 + 0.0285
Ca 6.853 + 0.3446 2.868 + 0.1876 0.9519 + 0.0675
* Sc 0.0000 + 0.0147 0.0000 + 0.0061 0.0000 + 0.0020
Ti 0.7695 + 0.0396 0.3220 + 0.0213 0.1069 + 0.0077
* vV 0.0056 + 0.0102 0.0024 + 0.0043 0.0008 + 0.0014
Cr 0.0475 + 0.0102 0.0199 + 0.0043 0.0066 + 0.0015
Mn 0.2011 + 0.0136 0.0842 + 0.0067 0.0279 + 0.0023
Fe 8.834 + 0.4418 3.696 + 0.2410 1.2270 + 0.0868
* Co 0.0000 + 0.0158 0.0000 + 0.0066 0.0000 + 0.0022
* Ni 0.0170 + 0.0068 0.0071 + 0.0029 0.0024 + 0.0009
Cu 0.0599 + 0.0113 0.0251 + 0.0048 0.0083 + 0.0016
Zn 0.1752 + 0.0124 0.0733 + 0.0060 0.0243 + 0.0021
* Ga 0.0000 + 0.0068 0.0000 + 0.0028 0.0000 + 0.0009
* As 0.0056 + 0.0102 0.0024 + 0.0043 0.0008 + 0.0014
* Se 0.0023 + 0.0056 0.0009 + 0.0024 0.0003 + 0.0008
Br 0.0960 + 0.0090 0.0402 + 0.0041 0.0133 + 0.0014
* Rb 0.0068 + 0.0079 0.0028 + 0.0033 0.0009 + 0.0011
Sr 0.0610 + 0.0090 0.0255 + 0.0039 0.0085 + 0.0013
*y 0.0000 + 0.0158 0.0000 + 0.0066 0.0000 + 0.0022
* Zr 0.0633 + 0.0237 0.0265 + 0.0100 0.0088 + 0.0033
* Nb 0.0000 + 0.0316 0.0000 + 0.0132 0.0000 + 0.0044
* Mo 0.0000 + 0.0384 0.0000 + 0.01le61 0.0000 + 0.0053
* Ag 0.0000 + 0.0316 0.0000 + 0.0132 0.0000 + 0.0044
* cd 0.0000 + 0.0328 0.0000 + 0.0137 0.0000 + 0.0046
* In 0.0000 £+ 0.0475 0.0000 + 0.0199 0.0000 + 0.0066
* Sn 0.1379 + 0.0644 0.0577 + 0.0271 0.0191 + 0.0090
* Sb 0.0633 + 0.0780 0.0265 + 0.0326 0.0088 + 0.0108
* Cs 0.0000 + 0.0158 0.0000 + 0.0066 0.0000 + 0.0022
* Ba 0.0000 + 0.0282 0.0000 + 0.0118 0.0000 + 0.0039
* La 0.0000 £+ 0.0203 0.0000 £+ 0.0085 0.0000 + 0.0028
* Ce 0.0000 + 0.0170 0.0000 + 0.0071 0.0000 + 0.0024
* Sm 0.0000 + 0.0124 0.0000 + 0.0052 0.0000 + 0.0017
* Eu 0.0000 + 0.0305 0.0000 + 0.0128 0.0000 + 0.0042
* Tb 0.0000 + 0.1017 0.0000 + 0.0426 0.0000 + 0.0141
* Hf 0.0000 + 0.0113 0.0000 £+ 0.0047 0.0000 + 0.0016
* Ta 0.0000 + 0.0124 0.0000 + 0.0052 0.0000 + 0.0017
* W 0.0000 + 0.0090 0.0000 + 0.0038 0.0000 + 0.0013
* Ir 0.0068 + 0.0056 0.0028 + 0.0024 0.0009 + 0.0008
* Au 0.0000 + 0.0079 0.0000 + 0.0033 0.0000 + 0.0011
* Hg 0.0034 + 0.0124 0.0014 + 0.0052 0.0005 + 0.0017
* Pb 0.0113 + 0.0079 0.0047 + 0.0033 0.0016 + 0.0011
* - XRF Concentration is less than three times the uncertainty

Analysis performed by: -~ Alliance Technical Group
12242 SW Garden Place ¢ Tigard, OR 97223 ¢ (503) 624-2183
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Client:

Report Number:

s061 - SMAQMD
23-625

Lab ID: 23-T2894
Filter ID: P7465451
Client ID: MiniVol SMAQMD 22
Site: 617 Fern
Sample Date: 11/14/23
Filter Lot #: 7118468
Volume: 7.200 £ 0.360 m?3
Deposit Area: 11.3 cm?
Size Fraction: PM10
Analyte ng/filter percent ng/m?3
Gravimetry
Net Mass 207. £ 10 28.75 1.999
XRF
Na 1.582 + 0.3537 0.7643 + 0.1748 0.2197 + 0.0503
Mg 1.335 + 0.0938 0.6447 + 0.0550 0.1854 + 0.0160
Al 4.796 + 0.2791 2.317 + 0.1752 0.6661 <+ 0.0511
Si 14.05 + 0.7198 6.785 + 0.4779 1.9508 + 0.1397
P 0.2588 + 0.0192 0.1250 + 0.0111 0.0359 + 0.0032
S 2.570 + 0.1356 1.241 + 0.0888 0.3569 + 0.0259
Ccl 0.2260 + 0.0396 0.1092 + 0.0198 0.0314 + 0.0057
K 2.346 + 0.1186 1.133 + 0.0793 0.3258 + 0.0232
Ca 3.961 + 0.1989 1.913 + 0.1333 0.5501 + 0.0390
* Sc 0.0000 + 0.0136 0.0000 + 0.0066 0.0000 + 0.0019
Ti 0.5221 + 0.0282 0.2522 + 0.0183 0.0725 + 0.0053
* vV 0.0000 + 0.0102 0.0000 + 0.0049 0.0000 + 0.0014
Cr 0.0271 + 0.0090 0.0131 + 0.0044 0.0038 + 0.0013
Mn 0.1243 + 0.0113 0.0600 + 0.0062 0.0173 + 0.0018
Fe 5.522 + 0.2757 2.668 + 0.1853 0.7670 + 0.0542
* Co 0.0090 + 0.0113 0.0044 + 0.0055 0.0013 + 0.0016
* Ni 0.0079 + 0.0068 0.0038 + 0.0033 0.0011 + 0.0009
Cu 0.0667 + 0.0113 0.0322 + 0.0057 0.0093 + 0.0016
Zn 0.1819 + 0.0124 0.0879 + 0.0074 0.0253 + 0.0021
* Ga 0.0000 + 0.0068 0.0000 + 0.0033 0.0000 + 0.0009
* As 0.0056 + 0.0102 0.0027 + 0.0049 0.0008 + 0.0014
* Se 0.0079 + 0.0056 0.0038 + 0.0027 0.0011 + 0.0008
Br 0.0441 £+ 0.0079 0.0213 + 0.0040 0.0061 + 0.0011
* Rb 0.0034 + 0.0079 0.0016 + 0.0038 0.0005 + 0.0011
Sr 0.0271 + 0.0090 0.0131 + 0.0044 0.0038 + 0.0013
*y 0.0000 + 0.0158 0.0000 + 0.0076 0.0000 + 0.0022
* Zr 0.0497 + 0.0237 0.0240 + 0.0115 0.0069 + 0.0033
* Nb 0.0000 + 0.0316 0.0000 + 0.0153 0.0000 + 0.0044
* Mo 0.0023 + 0.0384 0.0011 + 0.0186 0.0003 + 0.0053
* Ag 0.0000 + 0.0316 0.0000 + 0.0153 0.0000 + 0.0044
* cd 0.0000 + 0.0328 0.0000 + 0.0158 0.0000 + 0.0046
* In 0.0000 £+ 0.0475 0.0000 £+ 0.0229 0.0000 + 0.0066
* Sn 0.0475 + 0.0644 0.0229 + 0.0311 0.0066 + 0.0090
* Sb 0.0000 + 0.0780 0.0000 + 0.0377 0.0000 + 0.0108
* Cs 0.0000 + 0.0158 0.0000 + 0.0076 0.0000 + 0.0022
* Ba 0.0000 + 0.0249 0.0000 + 0.0120 0.0000 + 0.0035
* La 0.0000 + 0.0192 0.0000 + 0.0093 0.0000 + 0.0027
Ce 0.0576 + 0.0158 0.0278 + 0.0078 0.0080 + 0.0022
* Sm 0.0000 + 0.0124 0.0000 + 0.0060 0.0000 + 0.0017
* Eu 0.0000 + 0.0305 0.0000 + 0.0147 0.0000 + 0.0042
* Tb 0.0000 + 0.0814 0.0000 + 0.0393 0.0000 + 0.0113
* Hf 0.0000 + 0.0113 0.0000 £+ 0.0055 0.0000 + 0.0016
* Ta 0.0000 + 0.0113 0.0000 + 0.0055 0.0000 + 0.0016
* W 0.0090 + 0.0090 0.0044 + 0.0044 0.0013 + 0.0013
* Ir 0.0000 + 0.0056 0.0000 + 0.0027 0.0000 + 0.0008
* Au 0.0000 + 0.0079 0.0000 + 0.0038 0.0000 + 0.0011
* Hg 0.0045 + 0.0124 0.0022 + 0.0060 0.0006 + 0.0017
* Pb 0.0045 + 0.0079 0.0022 + 0.0038 0.0006 + 0.0011
* - XRF Concentration is less than three times the uncertainty

Analysis performed by: -~ Alliance Technical Group
12242 SW Garden Place ¢ Tigard, OR 97223 ¢ (503) 624-2183
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Quant'X 1020

CHESTER LabNet

Client: Sacramento Metro AQMD
Report: 23-625
Analysis Period: December 4, 2023
Number of Samples:

1. Precision Data

Micromatter Multi-elemental Quality Control Standard: 34103

QC Standard Results

3

XRF Analytical Quality Assurance Report

micrograms per square centimeter
Analyte n Calib. Meas. S.D. c.v. %E
Si 1 7.03 7.04 na na 0.17
Ti 1 10.22 10.26 na na 0.40
Fe 1 10.59 10.63 na na 041
Se 1 5.26 527 na na 0.14
Cd 1 6.47 6.35 na na -1.81
Pb 1 12.61 | 12.60 | na na -0.05
2. Accuracy Data
NIST Standard Reference Materials: SRM 2783
Analyte/ Certified Measured Value (pg/cm?) %
SRM n Value(ug/cm?) | High Low Average Rec.
K 2783 4 0.5301 0.5163 | 0.4632 | 0.4784 +/- 0.0219 | 90.3
Ca 2783 4 1.3253 1.1767 | 1.1702 | 1.1728 +/- 0.0024 | 88.5
Ti 2783 4 0.1496 0.1507 | 0.1487 | 0.1498 +/- 0.0007 | 100.1
Fe 2783 4 2.6606 2.6308 | 2.6143 | 2.6196 +/- 0.0067 | 98.5
Cu 2783 4 0.0406 0.0407 | 0.0392 | 0.0397 +/- 0.0006 | 97.8
Zn 2783 4 0.1797 0.2289 | 02269 | 0.2282 +/- 0.0008 | 127.0
Pb 2783 4 0.0318 0.0361 | 0.0338 | 0.0346 +/- 0.0009 | 108.9
3. Addendum
Micromatter Certified Reference Materials
Certified Measured %
CRM Analytes | Value(ug/cm?) Value(ug/cm?) Rec.
39149 Cr 53.7 54.3 101.1
39150 Cu 49.4 48.7 98.5
39151 Zn, Te 49.8 52.1 104.7
39152 Ga, As 50.9 49.7 97.7
39153 Se, Cd 47.1 46.9 99.6
39154 Pb 47.9 50.6 105.7

NIST:  National Institute of Standards and Technology
% Rec: Percent Recovery = (Experimental/Given) x 100
n: Number of Observations
S.D.:  Standard Deviation

cv..  Coefficient of Variation = (S.D./Measured) x 100
% E:  Percent Error = [(Measured-Calibrated)/Calibrated] x 100

Report # 23-625
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QUANT'X 1020 REPLICATE REPORT
3.74

Original ID:  23T2561

Replicate ID:  RT2561

Original Replicate Difference RPD

Element ug/cm2 ug/cm2 ug/cm2

Na 0.1432  + 0.0325 0.1428 +- 0.0325 0.0004 +- 0.0460 + 03  + 322
Mg 0.1741 +-  0.0109 0.1684 +- 0.0106 0.0057 +- 0.0152 + 33 + 89
Al 0.6313  +-  0.0357 0.6336 +- 0.0358 -0.0023 +- 0.0506 + -04 +- 8.0
Si 1.9278 +-  0.1000 1.9074 +-  0.0990 0.0204 +- 0.1407 + 1.1 + 73
P 0.0361 +- 0.0023 0.0346 +- 0.0022 0.0015 + 0.0031 + 43  + 89
S 0.1955 +- 0.0106 0.1923 + 0.0104 0.0032 +- 0.0148 + 1.7 + 176
Cl 0.0247 +- 0.0036 0.0201 +- 0.0035 0.0046 +- 0.0050 + 20.5 + 225
K 0.2806 +- 0.0142 0.2741 +- 0.0139 0.0065 +- 0.0199 + 23 4+ 72
Ca 0.4520  +- 0.0228 0.4424 +- 0.0223 0.0096 +- 0.0319 + 21 + 71
Sc 0.0000 +- 0.0013 0.0000 +- 0.0013 0.0000 +- 0.0018

Ti 0.0627 +- 0.0033 0.0658 +- 0.0034 -0.0031 +- 0.0047 + -48 + 74
\Y 0.0016 +- 0.0009 0.0019 +- 0.0010 -0.0004 +- 0.0013

Cr 0.0052 +-  0.0009 0.0045 +- 0.0009 0.0007 +- 0.0012 + 147 +- 253
Mn 0.0231 +- 0.0014 0.0229 + 0.0014 0.0003 +- 0.0020 + 13 + 86
Fe 0.8436  +- 0.0422 0.8328 +- 0.0416 0.0108 +- 0.0593 + 1.3 + 71
Co 0.0000 +- 0.0014 0.0004 +- 0.0014 -0.0004 +- 0.0020

Ni 0.0008 +- 0.0006 0.0012 4+ 0.0006 -0.0004 +- 0.0009

Cu 0.0124 +- 0.0011 0.0118 +- 0.0011 0.0006 +- 0.0015 + 47  +- 127
Zn 0.0267 +- 0.0015 0.0287 +- 0.0016 -0.0020 +- 0.0022 + -7.2 + 8.0
Ga 0.0000 +- 0.0006 0.0005 +- 0.0006 -0.0005 +- 0.0009

As 0.0008 +-  0.0009 0.0007 +- 0.0009 0.0000 +- 0.0013

Se 0.0003 +- 0.0005 0.0007 +- 0.0005 -0.0005 +- 0.0007

Br 0.0039 +- 0.0007 0.0042 +- 0.0007 -0.0003 +- 0.0010 + -64 + 259
Rb 0.0008 +- 0.0007 0.0004 +- 0.0007 0.0004 +- 0.0010

Sr 0.0049 +-  0.0008 0.0035 +- 0.0008 0.0013 +- 0.0011 0 31.7 +- 260
Y 0.0000 +- 0.0014 0.0000 +- 0.0014 0.0000 +- 0.0020

Zr 0.0077 +- 0.0021 0.0099 +- 0.0021 -0.0022 +- 0.0030 + -25.1 +- 33.7
Nb 0.0000 +- 0.0028 0.0000 +- 0.0028 0.0000 +- 0.0039

Mo 0.0022 +- 0.0034 0.0000 +- 0.0034 0.0022 +- 0.0048

Ag 0.0028 +- 0.0028 0.0000 +- 0.0028 0.0028 +- 0.0039

Cd 0.0060 +- 0.0029 0.0050 +- 0.0029 0.0010 +- 0.0041

In 0.0000 +- 0.0042 0.0031 +- 0.0038 -0.0031 +- 0.0056

Sn 0.0132  +-  0.0057 0.0122  +- 0.0057 0.0010 +- 0.0081

Sb 0.0000 +- 0.0069 0.0000 +- 0.0069 0.0000 +- 0.0098

Cs 0.0000 +- 0.0015 0.0000 +- 0.0015 0.0000 +- 0.0021

Ba 0.0504 +- 0.0035 0.0437 4+ 0.0033 0.0067 +- 0.0048 0 142 + 102
La 0.0028 +- 0.0019 0.0000 +- 0.0019 0.0028 +- 0.0027

Ce 0.0000 +- 0.0016 0.0000 +- 0.0016 0.0000 +- 0.0023

Sm 0.0000 +- 0.0011 0.0000 +- 0.0011 0.0000 +- 0.0016

Eu 0.0000 +- 0.0029 0.0002 +- 0.0031 -0.0002 +- 0.0043

Tb 0.0000 +- 0.0093 0.0000 +- 0.0092 0.0000 +- 0.0131

Hf 0.0000 +- 0.0012 0.0000 +- 0.0012 0.0000 -+ 0.0017

Ta 0.0000 +- 0.0012 0.0000 +- 0.0012 0.0000 +- 0.0017

W 0.0000 +- 0.0008 0.0006 +- 0.0008 -0.0006 +- 0.0011

Ir 0.0000 +- 0.0005 0.0000 +- 0.0005 0.0000 +- 0.0008

Au 0.0000 +- 0.0007 0.0000 +- 0.0007 0.0000 +- 0.0010

Hg 0.0013 +- 0.0011 0.0005 +- 0.0011 0.0008 +- 0.0016

Pb 0.0039 +- 0.0007 0.0030 + 0.0007 0.0009 + 0.0010 + 258 + 285

RPD: Relative Percent Difference (X1-X2)/[(X1+X2)/2]*100. RPD is calculated when original value is greater than
three times its uncertainty.
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SMAQMD MiniVol Air Sampler Data Record Sheet

Site Name: 617 Fern

Sampling Date: 11/02/2023

Filter ID Number: 23-T2561

Sampler ID: 7968

Sampler Battery ID: 201224003661

Field Tech: G.Rico

Pre-Sampling Information:

Sample Start Date: 11/02/23

Sample Start Time: 00:00

Elapsed Time (Start): 2109.1

Barometric Pressure: 755 mmHg

Flow Rate: 5.0 LPM

Ambient Temperature: 14 °C

Leak Check: PASS /FAIL

Observations/Comments:

Post-Sampling Information

Sample End Date: 11/03/23

Sample End Time: 00:00

Elapsed Time (End): 2133.1

Barometric Pressure: 756 mmHg

Flow Rate: 5.0 LPM

Ambient Temperature: 12 °C

Leak Check: PASS/FAIL

Observations/Comments:

Chain of Custody
ACTION DATE TIME INITIALS
Sample Load 11/01/23 13:00 G.R.
Sample Removal 11/07/23 11:00 G.R.
Sample in Freezer 11/07/23 14:00 G.R.
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SMAQMD MiniVol Air Sampler Data Record Sheet

Site Name: 617 Fern

Sampling Date: 11/08/2023

Filter ID Number: 23-T2562

Sampler ID: 7968

Sampler Battery ID: 201224003661

Field Tech: G.Rico

Pre-Sampling Information:

Sample Start Date: 11/08/23

Sample Start Time: 00:00

Elapsed Time (Start): 2133.1

Barometric Pressure: 756 mmHg

Flow Rate: 5.0 LPM

Ambient Temperature: 12 °C

Leak Check: PASS /FAIL

Observations/Comments:

Post-Sampling Information

Sample End Date: 11/09/23

Sample End Time: 00:00

Elapsed Time (End): 2157.1

Barometric Pressure: 760 mmHg

Flow Rate: 5.0 LPM

Ambient Temperature: 11 °C

Leak Check: PASS/FAIL

Observations/Comments:

Chain of Custody

ACTION DATE TIME - | INITIALS
Sample Load 11/07/23 11:00 G.R.
Sample Removal 11/09/23 13:00 G.R.
Sample in Freezer 11/09/23 16:00 G.R.
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SMAQMD MiniVol Air Sampler Data Record Sheet

Site Name: 617 Fern

Sampling Date: 11/14/2023

Filter ID Number: 23-T2894

Sampler ID: 7968

Sampler Battery ID: 201224003661

Field Tech: G.Rico

Pre-Sampling Information:

Sample Start Date: 11/14/23

Sample Start Time: 00:00

Elapsed Time (Start): 2157.1

Barometric Pressure: 760 mmHg

Flow Rate: 5.0 LPM

Ambient Temperature: 11°C

Leak Check: PASS /FAIL

Observations/Comments:

Post-Sampling Information

Sample End Date: 11/15/23

Sample End Time: 00:00

Elapsed Time (End): 2181.2

Barometric Pressure: 761 mmHg

Flow Rate: 5.0 LPM

Ambient Temperature: 09 °C

Leak Check: PASS /FAIL

Observations/Comments:

Chain of Custody

ACTION DATE TIME INITIALS
Sample Load 11/09/23 13:00 G.R.
Sample Removal 11/15/23 12:00 G.R.
Sample in Freezer 11/15/23 14:00 G.R.
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